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Carbon nanotubes (CNTs) have been extensively explored for adsorption 
applications due to their well-defined cylindrical hollow structure, large 
surface area, high aspect ratios, hydrophobic wall, and easily modified 
surfaces. In the present work, a poly Schiff-base was synthesized with 
capability to remove the dye pollutant from aqueous solutions. For this 
propose, firstly, multi-walled carbon nanotube (MWCNT) was modified with 
melamine, then the melamine-modified MWCNT was further reacted with 3-
pyridinecarboxaldehyde to synthesize the final poly Schiff-base. The 
prepared adsorbent was employed to assess the removal of the dye pollutants 
from aqueous solutions and Congo red (CR) was selected as typical dye. 
Different adsorption parameters such as pH, adsorbent amount, initial 
concentration of the dye, and contact time were investigated and optimized. 
By adjusting these parameters, the adsorption percentage reached to the 
value of 92%. Moreover, the adsorption isotherms were studied and fitted 
with the Langmuir, Freundlich, and Dubinin-Radushkevich (D-R) models. The 
kinetic studies were carried out by using the Lagergren pseudo-first -order 
and the Ho pseudo-second-order equations. The adsorbent was also 
characterized by FT-IR, TGA, and SEM techniques. 

© 2020 by SPC (Sami Publishing Company), Asian Journal of Green 
Chemistry, Reproduction is permitted for noncommercial purposes. 
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Graphical Abstract  

 

Introduction  

Nowadays, by increasing the industrial activities, contamination of water resources is a serious 

environmental problem and a threat to an aquatic life and food web [14״]. The main sources of water 

contamination are colored by organic effluents that are produced in the industries such as textiles, 

rubber, paper, plastic, cosmetics, and dyes. The presence of these dyes in wastewaters, even in a small 

amount, is highly visible. Due to the tenacity nature, they might change the color of water, interfere 

with sunlight penetration, retard photosynthesis, and interfere with gas solubility in water bodies [5, 

6]. Dyes with a synthetic origin and a complex aromatic molecular structure resist against light, 

washing, and microbial invasions with a high chemical stability [7]. Allergic dermatitis, skin irritation, 

carcinogenic, and mutagenic for aquatic organisms are the problems that associate with the dyes in 

the human health and marine organisms [8]. 

Congo red (CR) (sodium salt of the benzidinediazobis-1-naphthylamine-4-sulfonic acid) is one of 

the anionic toxic dyes. This diazo dye simply metabolizes to benzidine and its exposure causes an 

allergic reaction. The CR enters to various ecosystems, affecting the aquatic life and food web. It also 

may lead to health hazards such as difficulties in breathing, vomiting, diarrhea, and nausea [9]. 
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Therefore, simple and efficient elimination of this compound from wastewaters before discharging 

to aqueous bodies is necessary. There are many treatment methods to remove the dyes from water. 

These methods are based on their physical, chemical, electrical, thermal, and biological properties 

[10]. They include coagulation [11], precipitation [12, 13], ion exchange [14, 15], physical adsorption 

[16, 17], membrane filtration [18, 19], electrochemical techniques [20, 21], and bioremoval [22, 23]. 

Among these techniques, the adsorption method has been widely used due to its high efficiency, easy 

operation, handling, and low cost [2426״]. The adsorbents with high capacity, high adsorption rate, 

and nontoxic nature are the best choice to remove the dye molecules. Active carbon has been used 

previously for the fast adsorption of dye contamination from wastewater [27]. However, the use of 

active carbon is limited due to its high cost and low regeneration [28, 29]. Recently, various materials 

such as activated carbon, clays and synthetic polymers including, conducting polymers, nanogel, and 

superparamagnetic nanocomposite are used to eliminate dyes and heavy metal ions from the 

wastewaters. Among the conducting polymers based adsorbents, polyaniline (PANI) and its 

derivatives have received significant attention due to their good adsorption capability, so they are 

used as adsorbents for the removal of heavy metal ions and dyes from aqueous solutions [3032״]. In 

the last decade, multi-walled carbon nanotube (MWCNT) has attracted a great deal of attention due 

to its superior properties such as large specific surface area, small size, hollow and layered structure, 

high efficiency, and high adsorption capacity to remove different pollutants from wastewater [33״ 

35].  

In this study, the MWCNT was modified with melamine and used as a precursor to prepare a poly 

Schiff-base by reacting with 3-pyridinecarboxaldehyde. Then, the prepared poly Schiff-base was used 

as the adsorbent for the dye pollutant from aqueous solutions. The CR was selected as a typical dye 

to show the ability of synthesized poly Schiff-base in adsorption of dye from aqueous solution. 

Moreover, different adsorption parameters were investigated and optimized. Finally, the adsorption 

isotherms and kinetic studies were carried out to investigate the type and mechanism of the 

adsorption. 

Experimental  

Materials and methods 

Carboxylated multi-walled carbon nanotube (MWCNT) (>95%, OD=10-20 nm, ID=5-10 nm, 

length~30 µm) was purchased from nanocarbon Co. and used as received. 3-Pyridinecarboxaldehyde 

ɉІωχȢπϷȟ -ÅÒÃËɊ ÁÎÄ ÔÈÉÏÎÙÌ ÃÈÌÏÒÉÄÅ ɉ3/#Ì2) (99%, Sigma-Aldrich) were also used without further 

treatment. CR dye (C32H22N6Na2O6S2, MW=696.97, ʇmax=498 nm) was supplied by S.D. Fine chemicals, 
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Mumbai, and India and it was utilized without any further purifications. The chemical structure of 

the dye is illustrated in Figure 1. 

The FT-IR and UV-vis. spectra were recorded by thermo Nicolet NEXUS 670 FT-IR Fourier 

transform inf rared spectrophotometer (Thermo scientific, USA) and agilent 8453 diode array UV-vis. 

spectrophotometer (agilent technologies, USA), respectively. The thermogravimetric analysis (TGA) 

was studied by STA PT1000 TG-DSC (STA simultaneous thermal analysis) STA (TG-DSC/DTA) 

thermogravimetric analyzer (linseis thermal analysis, Germany) at a heating rate of 10 C/min under 

N2 atmosphere. The scanning electron microscopy (SEM) images were obtained from LEO 1430 VP 

(leo electron microscopy Ltd, UK). 

 

Figure 1. The chemical structure of Congo red dye 

Chlorination of MWCNT 

MWCNT (0.5 g) and SOCl2 (30 mL) were also mixed and refluxed in a 100 mL round-bottom flask 

equipped with a condenser and a magnetic stirrer bar for 24 h under argon inert atmosphere. After 

that, the reaction mixture was cooled down to room temperature and the product was separated by 

a centrifuge (4000 rpm, 10 min), washed with dichloromethane, and dried under inert atmosphere. 

Preparation of melamine-modified MWCNT (Mel-MWCNT) 

The previously synthesized chlorinated MWCNT (300 mg) was dispersed in N,.ȭ-

dimethylacetamide (DMA) (50 mL) and an excess amount of melamine (700 mg) was added. Then 

triethylamine (10 mL) was added to the mixture and heated up to 110 C for 24 h under inert 

atmosphere. Then, the stirrer was turned off and the product was allowed to be settled down without 

cooling the mixture. The supernatant was extracted from the flask, and hot water was added to it for 

several times and stirred to remove unreacted melamine. Finally, the product was separated by the 

centrifuge (4000 rpm, 20 min) and dried at room temperature. 

Synthesis of poly Schiff-base adsorbent 
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The Mel-MWCNT (100 mg) and 3-pyridinecarboxaldehyde (0.18 mL, 200 mg) were added to the 

DMF (10 mL) in a round-bottom flask in order to synthesize the adsorbent and then it followed by 

adding 3-4 drops of the glacial acetic acid. The mixture was heated up to 90 C for 24 h. After cooling 

down to room temperature, we separated the final product by the centrifuge (4000 rpm, 10 min), 

washed it several times with methanol, and finally dried it at room temperature. The overall 

synthesis process is depicted in Scheme 1. 

To study the adsorption process at room temperature, firstly, we plotted the calibration curves 

for the CR dye at different pH values and the corresponding trendline equations were obtained. Then, 

the adsorption parameters were investigated in various pH, adsorbent amount, initial concentration 

of the dye, and contact time, respectively. For the optimization of the pH, 8 vials containing the dye 

solution (10 ppm, 20 mL) and the adsorbent (10 mg) were employed and the pH range was adjusted 

from 3 to 10. The vials were shaken for 1 h at 140 rpm. After separating the adsorbent by the 

centrifuge (4000 rpm, 10 min), we analyzed the supernatants by UV-vis. spectrophotometer. 

According to the results, the optimized pH value which was obtained was 5. In the next step, the 

adsorbent amount was optimized by employing 6 vials containing the dye solution (10 ppm, 20 mL) 

and different amounts of the adsorbent (2, 5, 10, 15, 20, and 30 mg). The all pH values were set at 5 

and the vials were shaken for 1 h at 140 rpm. The supernatants were analyzed as described above. 

The optimized adsorbent amount was 15 mg. In order to optimize the initial concentration of the dye, 

we prepared 6 different concentrations (2, 5, 10, 15, 20, and 30 ppm). 20 mL of each solution was 

added to separate vials and 15 mg of the adsorbent was also added and followed by adjusting the pH 

at 5. Likewise previous steps, the vials were shaken for 1 h at 140 rpm and the supernatants were 

analyzed. The optimized initial concentration which was obtained was 10 ppm. In the final step, the 

contact time was optimized. A vial containing the optimized initial concentration of the dye (10 ppm, 

20 mL), the optimized amount of the adsorbent (15 mg), and the optimized pH value (5) was placed 

on the shaker (140 rpm) and at different time intervals (5, 10, 20, 30, 45, 60, and 90 min) the 

supernatant was analyzed. The optimized contact time was 45 min. The obtained results are 

discussed in the next section. Moreover, the isothermal and kinetic studies are described 

subsequently. 

Results and Discussion  

The poly Schiff-base adsorbent was prepared by the reaction of Mel-MWCNT with 3-

pyridinecarboxaldehyde. For this purpose, firstly the carboxylated MWCNT was chlorinated. The 

carboxylic acid functional groups were converted to the highly active acyl chlorides by the reaction 

with thionyl chloride. In this case, melamine could easily react and graft on the MWCNT backbone  
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Scheme 1. The overall synthesis route of the poly Schiff-base 
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(Scheme 1.). Using excess amount of melamine, the product generated free pendant NH2 groups 

which was ready to react with the aldehyde in the final step. The reaction of these free NH2 groups 

with the aldehyde and generation of imines led to the preparation of the poly Schiff-base adsorbent. 

The adsorbent had plenty of free electron pair-containing functional groups to interact with the dye. 

Structural characterization 

FT-IR analysis 

Figure 2 depicts the FT-IR spectra of the a ) MWCNT, b) chlorinated MWCNT, c) Mel-MWCNT, and 

d) poly Schiff-base, respectively. As can be seen in the spectrum a, the presence of the carboxylate 

groups is proved by the sharp peak at 1610 cm-1. After chlorination, the stretching vibrations of the 

acyl halide carbonyl groups shifted to 1641 cm-1. The reaction of the melamine with these acyl 

chloride groups led to the generation of the amides. In the spectrum c, the stretching vibrations of 

the carbonyl groups shifted to a lower wavenumber (1630 cm-1) which is due to the presence of the 

amide groups. Unfortunately, due to overlapping, the stretching vibrations of the free pendant NH2 

groups are not shown in this spectrum but the spectrum d proves the successful preparation of the 

poly Schiff-base by showing the sharp imine (-CH=N-) stretching vibrations at 1661 cm-1. The 

formation of imine groups is a strict reason for the presence of the free pendant NH2 groups in the 

previous step. 

TGA analysis 

To assess the thermal stability of the samples, TGA analysis was carried out. The thermograms are 

depicted in Figure 3. In Figure 3a which is related to the pure carboxylated MWCNT, there is a weight 

loss in the beginning of the diagram which is related to the moisture of the sample. After that, the 

sample started losing weight from 150 C, which is attributed to the decarboxylation of the carboxylic 

acid groups. In the thermogram b which is related to the final adsorbent, four degradation steps are 

observable. The first one is due to the moisture of the sample. After that, a rather continuous 

degradation started at 150 C. Firstly, the pendant groups on the adsorbent backbone such as ɀCOOH, 

-NH2, and -CH=N- start to degrade and generate CO, CO2, and NH3. The C-C bonds related to the 

modifying agents disjunct from the backbone depending on the type and the thermal stability of the 

moieties. 

SEM analysis 

Figure 4 demonstrates the SEM micrographs of the MWCNT (a, c) and the final poly Schiff-base (b, 

d) in two different magnifications. The change in the morphology of the modified sample and pure  
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Figure 2. The FT-IR spectra of a) MWCNT; b) chlorinated MWCNT; c) Mel-MWCNT and d) poly 
Schiff-base 

Figure 3. The TGA 
thermograms of a) 
MWCNT and b) poly Schiff-
bas 
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Figure 4. The SEM images of a, c) MWCNT and b, d) poly Schiff-base 
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MWCNT is small. The tubular structure of the modified sample became relatively thicker and the 

size of the porosity in the samples slightly reduced.  The tubular structure of the adsorbent which is 

due to the MWCNT backbone is remarkably observable in final product. The porous structure has 

provided a suitable space to entrap and adsorb the dye molecules. It seems that the pattern of host 

molecules was replicated in the growth of guest molecules, with a minimal change in morphology. 

Adsorption studies 

The synthesized poly shiff-base was examined in dye molecules removal from aqueous solution 

and CR dye was selected as typical dye. The equilibrium adsorption capacity (qe, mg/ g-1) and the 

percent removal (R%) were calculated using the follow equations. 

                                                        Ñ ὅ ὅ                                                                                                                                                           (1)  

                                                       ὙϷ ρππ                                                                                              (2) 

Where C0 and Ce (mg/ L-1) are the initial and equilibrium concentrations of the dye in mg/L of solution, 

respectively. V (L) is the volume of the dye solutions and m (g) is the amount of the adsorbent dosage. 

Figure 5 shows the optimization diagrams of the adsorption parameters. In order to demonstrate the 

absorption capability of the synthesized adsorbent, its adsorption capacity was compared with 

similar adsorbents in the Congo red dye adsorption (Table 1). Comparison of the results showed that 

the synthesized poly Schiff-base has a good adsorption capacity. 

 

Figure 5. The adsorption diagrams for the optimization of different parameters, a) pH; b) adsorbent 

amount; c) initial concentration of CR and d) contact time 
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Table 1. Comparison of adsorption capacities of Congo red on various adsorbents 

 Adsorbents  Adsorption capacity 

(mg / g-1) 

Concentration of 

CR dye(mg/l-1) 

Refrence 

Hollow Zne-Fe2O4 nanospheres 16.1 1-50 37 

Activated coir pitch carbon 6.27 20-80 38 

Bagasse fly ash 11.88 5-30 38 

Activated red mud 7.08 10-90 39 

Raw pine cone 19.18 20-50 40 

Waste orange peel 22.44 10-50 42 

Bruneian peat  10.1 5-400 42 

Sodium bentonite  35.84 50-1000 43 

Poly Schiff-base based on 

melamine-modified MWCNT 

21.74 2-30 Present 

study 

Effect of pH 

The initial pH of the aqueous solution plays an important role in the dye adsorption, affected by 

the dye chemistry and the sites of the adsorbents. In Figure 5a which is related to the optimization 

of the pH, the highest adsorption percentage is obtained at pH=5. The adsorbent active sites are 

protonated at lower pH values, thus the interaction of the adsorbent with the adsorbate decreased. 

By increasing the pH value higher than 5, the adsorption percentage was reduced; however, with 

slower rate rather than the acidic media. In this case, hydroxide ions started to compete with the 

adsorbent sites to interact with the dye. Hence the capability of the adsorbent decreased gradually. 

Moreover, the negative charge repulsion between the deprotonated and relatively negative nature of 

the adsorbent sites in the basic media and the anionic dye is somehow effective. 

Effect of adsorbent dosage 

Influence of various amount of the initial dosage of adsorbent is demonstrated in Figure 5b. 

According to this diagram, the adsorption percentage enhanced by increasing the adsorbent dosage 

up to 15 mg and then it remained at a constant value. It can be simply concluded that the number of 

active sites increased by enhanced the dosage and it leads to an adsorption percentage increase. 

Effect of dye initial concentration 

Effect of initial concentration on the removal (%) are shown in Figure 5c. According to this 

diagram, the adsorption percentage reduced by increasing the initial dye concentration. The results 

of this experiment revealed that the adsorbent has enough active sites at lower concentrations to 
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interact with the dye molecules to adsorb 10 ppm of the selected dye concentration, so the adsorption 

was increased up to 10 ppm. However, due to the occupation of the active sites in 10 ppm, it was 

observed that by increasing the dye concentration, the adsorption was further decreased. Therefore, 

the 10 ppm was selected as an optimized point.  

Effect of contact time 

Optimization of the contact time is also another key parameter in the removal of pollutants. This 

is due to the fact that, the high contact times do not have remarkable effect on the removal 

percentage. As seen in Figure 5d, the removal percentage reached to about 90% after 45 min, then 

no considerable increase was observed. Increasing the contact time lets the adsorbent to interact 

with the adsorbate more effectively; however, the interaction between the adsorbent and the 

adsorbate reached to its equilibrium state at higher contact times and no remarkable removal took 

place. Therefore, in this case, the optimized contact time was selected to be 45 min. 

Adsorption isotherms 

Adsorption characteristics can be usually described by an adsorption isotherm. The study of the 

adsorption isotherms is needed to reach to some data in the adsorption mechanism, the surface 

properties, and the tendency of the adsorbent toward the dye [4448״]. Among many models that can 

be applied to provide some information about the adsorption mechanism, the Langmuir, Freundlich, 

and Dubinin-Radushkevich (D-R) adsorption isotherm models are applied in this study to describe 

the equilibrium between the adsorbed CR molecules on the poly Schiff-base (qe) and the CR 

molecules in solution (Ce). 

The Langmuir equation is valid for the adsorption processes that take place at homogeneous sites 

with no transmigration of the adsorbed molecules on the plane of the surface and it is suitable for the 

monolayer adsorption on the surface of the adsorbent. The Langmuir isotherm is described by the 

following equation [49]: 

                                                   ή                                                                                                          σ 

The linear form is expressed as:  

                                                                                                                                                         (4) 

Where Ce (mg/ L-1) is the concentration of the dye solution at the equilibrium state, qe (mg/ g-1) is the 

amount of the adsorbate adsorbed per unit mass of the adsorbent. qm (mg/ g-1) which is the maximum 
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adsorption capacity corresponds to  the complete monolayer coverage, and kl (L/ mg-1) which is the 

Langmuir adsorption constant is related to the free energy adsorption. When Ce/q e is plotted versus 

Ce, a straight line is obtained, so that the constant values (qm and KL) are evaluated from the slope and 

the y-intercept of the linear plots, respectively. The results are presented in Figure 6a. The amount 

of the RL factor can express the essential characteristics of the Langmuir equation. The RL is defined 

as follows: 

                                                                                      Ὑ                                                                                                        (5) 

C0 (mg/ L-1) is the initial dye concentration. The type of isotherm is irreversible (RL=0), favorable 

(0<RL<1), linear (RL=1), or unfavorable (RL>1) [50]. The RL values in this study were found to be 

between 0 and 1 and they showed a favorable adsorption between the CR dye and the adsorbent. The 

Freundlich isothermal model is suitable for the multilayer adsorption on a heterogeneous adsorbent 

surface. It is applied to assess the adsorption intensity of the adsorbent to the adsorbate. The 

Freundlich isotherm model is represented as: 

                                                      ή ὑὅ                                                                                                           (6)  

The linear form can be expressed as follows: 

                                             ὰὲή ὰὲὑ ὰὲὅ                                                                                                  (7) 

Where KF is the Freundlich constant (expressing the adsorption capacity), n indicates the intensity of 

the adsorption. The values of Kf and n are proportional to the y-intercept and the slope of ln qe vs. ln 

Ce plot, respectively (Figure 6b). The value of n should be between 1 and 10 and it might change as 

the heterogeneity of the adsorbent changes. A higher value of KF indicates a higher capacity of the 

adsorbent. The (D-R) isotherm which assumes a homogeneous surface is another equation which is 

applied to estimate the porosity, free energy, and the characteristic of the adsorption [51]. This 

adsorption model is given by the following equation. 

                                                    ή ή Ὡ                                                                                                     (8) 

The linear form of the R-D isotherm equation can be defined as: 

                                               ὰὲή ὰὲή ‍‐                                                                                                ω 
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Where qm (mg/g -1) is the amount of the adsorbate on the adsorbent at the equilibrium state, qm (mg/g -1) 

is the theoretical saturation capacity, and ‐ is the Polanyi potential and it can be calculated from the 

following equation: 

                                                     ‐ ὙὝὰὲρ                                                                                (10) 

Where R (8.314 J/ mol-1/ K-1) is the gas constant and T (K) is the absolute temperature, ‍ is a constant 

related to the adsorption energy and gives the mean free energy E (KJ/ mol-1) of adsorption per 

molecule of adsorbate when one mole of it is transferred from the solution to the surface of the 

sorbent and it can be calculated by using the following equation: 

                                                        Ὁ                                                                                                            (11) 

 

Figure 6. The diagram of adsorption isotherms; a) Langmuir; b) Freundlich and c) Dubinin-
Radushkevich (D-R) 

It is indicated that the magnitude of this parameter (E) lies between 8 and 16 (KJ/ mol-1). It means 

that the chemical adsorption has taken place and the reaction proceeds physically if it is less than 8 
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KJ/ mol-1. In this study, the E value was calculated to be less than 8 and it indicates that the adsorption 

of the CR dye occurred physically. 

The Langmuir, Freundlich, and D-R parameters for the adsorption of the CR dye onto the 

synthesized poly Schiff-base are summarized in Table 2. The comparison of these results revealed 

that the R2 value for Langmuir model is closer to unit, indicating the monolayer adsorption of the dye 

on the adsorbent surface. 

Adsorption kinetics 

The rate and the mechanism of an adsorption process can be elucidated via two kinetic models. 

These models are the Lagergren pseudo-first -order and the Ho pseudo-second-order equations [9]. 

The Lagergren kinetic model defines the rate of adsorption proportional to the number of unoccupied 

sites in the adsorbent surface and is expressed in the following linear equation: 

                                                      ὰὲή ή ὰὲή Ὧὸ                                                                            (12) 

Table 2. The parameter values of adsorption isotherm 

Isotherms and linear equations Parameter Value 

Langmuir  qm (mg/ g-1) 21.74                                                  

KL (L/ mg-1) 0.95                      

RL 0.34                      

R2 0.983 

Freundlich ÌÎÑ ÌÎ+ ÌÎ# Kf (mg/ g-1) 8.18      

n 2.07                     

R2 0.738 

DubininɀRadushkevich ÌÎÑ
ÌÎÑ ɼʀ 

qm(mg/ g-1) 20.53                     

E(Kj/ mol-1) 1.58                     

ɼ(mol2/ kJ-2 2×10-7                     

R2 0.933 

 

Where qe and qt (mg/ g-1) are the adsorption capacities at the equilibrium state, t is the time (min), 

and k1 (min -1) is the pseudo-first -order rate constant for the kinetic model. The values of qe and k1 

are proportional to the y-intercept and the slope of the ὰὲή ή  is versus Ô plot, respectively 

(Figure 7a). The Ho kinetic model assumes that the rate of the adsorption is proportional to the 

square of the number of the unoccupied sites. This model is represented as: 
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                                                       ὸ                                                                                               (13) 

 

Figure 7. The diagram of adsorption kinetics; a) Lagergren pseudo-first -order and b) Ho pseudo-
second-order 

Table 3. The parameter values of adsoption kinetics 

Kinetic models and parameters Value 
Pseudo-first -order model                                                                                                                                                                                        

qe,exp (mg/ g-1)                                                         18.52 

qe,cal (mg/ g-1)                                                          10.38 

k1 (min -1)                                                               0.085 

R2   0.988 

Pseudo-second-order model  

qe,exp (mg/ g-1)                                                         18.52 

qe,cal (mg/ g-1)                                                          19.26 

k2 (g/ mg-1/ min-1)                                                   0.017 

R2    0.999 
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Where k2 (g/ mg-1/ min-1) is the pseudo-second-order adsorption kinetic parameter, k2 and qe can be 

obtained from the slope and y-intercept of (t/q t) versus t plot (Figure 7b). The experimental values 

of two kinetic models are calculated and presented in Table 3. The calculated equilibrium adsorption 

capacities (qe,cal) and the experimental (qe,exp) values from the pseudo- second-order kinetic model 

are very close to each other respected to the pseudo-first -order kinetics. On the other hand, the R2 

value for pseudo-second-order kinetic model is found to be higher than that of the pseudo-first -order 

kinetics. Therefore, the pseudo-second-order kinetic model with an excellent correlation (R2) 

coefficient and qe,cal which is close to qe,exp is more applicable to describe the adsorption process of 

the CR dyes on the synthesized poly Schiff-base. 

Conclusions 

In this study, the MWCNT-based poly Schiff-base was synthesized to be utilized as an efficient 

adsorbent for the removal of the dye from the aqueous solutions. In the first step, carboxylated 

MWCNT was chlorinated to generate highly active acyl halides to react with excess amount of 

melamine. Free NH2 pendant groups were then reacted with 3-pyridinecarboxaldehyde to prepare 

the final poly Schiff-base. In the final step, the adsorption study was carried out to investigate and 

optimize the effective parameters. Moreover, the adsorption isotherms and kinetics were also 

studied to show the mechanism of the adsorption. According to the results, the prepared adsorbent 

can be a good candidate for the removal of the dyes with similar structure to Congo red dye as a 

pollutant from aqueous solutions. Also the adsorption isotherms studies indicated that, the 

adsorption of the dye occurred physically. Moreover, the adsorption kinetics studies revealed that, 

the pseudo-second-order kinetic model was more applicable to describe the adsorption process of 

the CR dyes on the synthesized poly Schiff-base. 
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